[bookmark: _Toc1]Article information:
The detectability of kissing bonds in adhesive joints using ultrasonic techniques - ScienceDirecthttps://www.sciencedirect.com/science/article/pii/S0041624X03001562
[bookmark: _Toc2]Article summary:
1. This paper examines the detectability of dry contact kissing bonds in adhesive joints using three ultrasonic inspection techniques.
2. The detectability of the dry contact kissing bonds was assessed by calculating the reflection coefficient of the imperfect interface at varying loads for a number of surface roughnesses.
3. A combination of two or more techniques could provide enhanced information about the kissing bond compared to a single technique alone.
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Appears well balanced: The article presents the information in a reliable and balanced way, without biases and prejudices. The claims made in the article are well supported and, where applicable, all sides of the argument are given opportunity to present their point of view. The article appears trustworthy and reliable.
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The article is generally reliable and trustworthy, as it provides an in-depth analysis of the detectability of dry contact kissing bonds in adhesive joints using three ultrasonic inspection techniques. The article is well-researched and provides evidence for its claims, such as citing previous literature on the subject and providing data from experiments conducted to assess the detectability of these kissing bonds. Furthermore, it does not appear to be biased towards any particular point of view, as it presents both sides equally and does not make unsupported claims or omit counterarguments. Additionally, it does not contain any promotional content or partiality, and possible risks are noted throughout the article. In conclusion, this article is reliable and trustworthy overall.
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· Adhesive joint failure
· Ultrasonic inspection techniques
· Dry contact kissing bonds
· Adhesive joint strength
· Non-destructive testing
· Bond line inspection
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