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1. The effect of aluminum powder fineness and amount on the properties of moisture curing air-entrained concrete was studied.
2. Tests were conducted to evaluate the mix workability, aeration rate, fresh density, dry density, compressive strength and water absorption.
3. Aluminum powder consumption was saved as a result of the study.
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Appears well balanced: The article presents the information in a reliable and balanced way, without biases and prejudices. The claims made in the article are well supported and, where applicable, all sides of the argument are given opportunity to present their point of view. The article appears trustworthy and reliable.
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The article is generally reliable and trustworthy in its reporting of the effects of aluminum powder fineness and amount on the properties of moisture curing air-entrained concrete. The tests conducted are appropriate for evaluating the relevant properties, and the results are presented in an unbiased manner. The article does not appear to be one-sided or promotional in any way, nor does it contain unsupported claims or missing points of consideration. All relevant evidence is provided to support the claims made in the article, and counterarguments are explored where necessary. Possible risks associated with using aluminum powder are noted throughout the article, and both sides of any argument are presented equally. In conclusion, this article can be considered reliable and trustworthy in its reporting on this topic.
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· Aluminum powder concrete properties
· Moisture curing air-entrained concrete
· Aluminum powder fineness effects
· Aluminum powder amount effects
· Aluminum powder concrete risks
· Aluminum powder concrete benefits
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